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                                                   Verification code：6yOEa   
Room 1108,R&D Building,Founder Science Park,North of Songbai Road,Shiyan Street,Bao'an District,Shenzhen,Guangdong,China 

Meixin Testing Technology Co., Ltd.︱Tel:400-850-4050︱Fax:86-755-27821672︱E-mail:complaint@mttlab.com︱www.mttlab.com 
深圳市美信检测技术股份有限公司︱广东省深圳市宝安区石岩街道松白公路北侧方正科技工业园研发楼 1108 室 

Customer Information： 

Customer················· ：GuangZhou Willstrong New Material Hold Co.,Ltd 

Address··················· ：No.118,Junda Road,Eastern District, Economic and Technological  

  Development Zone,Guangzhou 

Report on the submitted sample said to be: 

Sample name············ ：Aluminum Composite Panel 

Sample model··········· ：5mm/0.7mm 

Sample description····· ：/ 

Sample No. ············· ：S170410033~034 

Amount of Sample······ ：6pcs 

Sample Received Date··· ：Apr.10.2017  

Completion Date········· ：Apr.13.2017 

 

Test Information:  

No. Item Test Result 

1 Young's modulus See Appendix 2 

2 Poisson's ratio See Appendix 3 

 

（Testing laboratory Stamp） 

Testing：                      

Inspected：                      

Approved：                      

Jason Xu（Report Approver） 
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Appendix 1 

Sample Photos: 

 

Figure 1.The photo of sample S170410033  

 

Figure 2.The photo of sample S170410034  
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Appendix 2 

Test Item: Young's modulus 

1. Environment Condition: 

Temperature：23.2 ;℃   Relative humidity：51%RH 

2. Test Sample: 

Sample No. Sample name Sample model Sample photo Sample Num. 

S170410033 
Aluminum 

Composite Panel 
5mm/0.7mm See Appendix 1 3pcs 

3. Test Equipment: 

Name Model No. Valid Date to 

Microcomputer control electronic universal testing machine ETM205D Dec.14.2017 

4. Testing Standard:  

 Reference to GB/T 22315-2008 Metallic materials. Determination of modulus of elasticity and  

 poisson's ratio 

5. Test Condition: 

Testing speed: 0.1mm/min 

6. Test Results：  

Sample No. Test Result(GPa) 

S170410033  

01 20.215 

02 19.686 

03 20.128 

Remark: The test results are for reference only. 
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Appendix 3 

Test Item: Poisson's ratio 

1. Environment Condition: 

Temperature：23.2 ;℃   Relative humidity：51%RH 

2. Test Sample: 

Sample No. Sample name Sample model Sample photo Sample Num. 

S170410034 
Aluminum 

Composite Panel 
5mm/0.7mm See Appendix 1 3pcs 

3. Test Equipment: 

Name Model No. Valid Date to 

Microcomputer control electronic universal testing machine ETM205D Dec.14.2017 

4. Testing Standard:  

 Reference to GB/T 22315-2008 Metallic materials. Determination of modulus of elasticity and  

 poisson's ratio 

5. Test Condition: 

Testing speed: 0.1mm/min 

6. Test Results：  

Sample No. Test Result 

S170410034  

01 2.981 

02 2.943 

03 2.864 

Remark: The test results are for reference only. 

*** End of Report *** 

 This report is considered invalidated without the Special Seal for Inspection of the meixin testing, This report shall not 

be altered, increased or deleted. The results shown in this test report refer only to the sample(s) tested. 


